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1
PROFILE REDUCTION SEAL

TECHNICAL FIELD

The present disclosure pertains to medical devices, and
methods for manufacturing medical devices. More particu-
larly, the present disclosure pertains to medical devices for
delivering a replacement heart valve.

BACKGROUND

A wide variety of intracorporeal medical devices have
been developed for medical use, for example, intravascular
use. Some of these devices include guidewires, catheters,
medical device delivery systems (e.g., for stents, grafts,
replacement valves, etc.), and the like. These devices are
manufactured by any one of a variety of different manufac-
turing methods and may be used according to any one of a
variety of methods. Of the known medical devices and
methods, each has certain advantages and disadvantages.
There is an ongoing need to provide alternative medical
devices as well as alternative methods for manufacturing
and using medical devices.

SUMMARY

This disclosure pertains to a profile reduction seal for a
heart valve replacement comprising a multilayer, generally
cylindrical seal body having a distal end, a proximal end,
and a lumen therebetween; a plurality of reinforcing grom-
mets disposed and distributed proximate the proximal end of
the multilayer, generally cylindrical seal body; and a distal
reinforcing band disposed proximate the distal end of the
multilayer, generally cylindrical seal body, wherein the
proximal end of the multilayer, generally cylindrical seal
body comprises a plurality of alternating projections and
recesses.

This disclosure also pertains to a method of forming a
profile reduction seal for a heart valve replacement com-
prising positioning a cleaned, tapered seal-forming mandrel
in a coating apparatus; applying a first coating composition
comprising a carrier and at least one polymer to the cleaned
tapered mandrel; removing the carrier from the first coating
composition thereby forming a first coated mandrel; posi-
tioning a distal reinforcing band to encircle the first coated
mandrel; positioning a plurality of grommets on the first
coated mandrel; applying a second coating composition
comprising a carrier and at least one polymer to the first
coated mandrel, the distal reinforcing band, and the plurality
of grommets; removing the carrier from the second coating
composition thereby forming a second coated mandrel;
applying a third coating composition comprising a carrier
and at least one polymer to the first coated mandrel; remov-
ing the carrier from the third coating composition thereby
forming a profile reduction seal precursor; confirming that
the profile reduction seal precursor is fully formed and meets
thickness specifications; trimming the profile reduction seal
precursor to conform to dimensional specifications; and
removing the profile reduction seal from the tapered seal-
forming mandrel.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 illustrates an exemplary embodiment of the profile
reduction seal of the disclosure.

FIG. 2 illustrate a transverse cross-section of one embodi-
ment of the profile reduction seal of the disclosure.
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FIG. 3 illustrates a side view of another embodiment of
the profile reduction seal of the disclosure.

FIG. 4 illustrates an exemplary embodiment of the profile
reduction seal of the disclosure deployed about a heart valve
replacement.

FIG. 5 illustrates a partial cross-section of an exemplary
embodiment of a multilayer profile reduction seal of the
disclosure.

FIG. 6 illustrates a tapered mandrel suitable for the
formation of a multilayer profile reduction seal of the
disclosure.

DETAILED DESCRIPTION

The following description should be read with reference
to the drawings wherein like reference numerals indicate
like elements throughout the several views. The drawings,
which are not necessarily to scale, are not intended to limit
the scope of the claimed invention. The detailed description
and drawings illustrate example embodiments of the claimed
invention.

All numbers are herein assumed to be modified by the
term “about.” The recitation of numerical ranges by end-
points includes all numbers subsumed within that range
(e.g., 1 to 5 includes 1, 1.5, 2, 2.75, 3, 3.80, 4, and 5).

As used in this specification and the appended claims, the
singular forms “a”, “an”, and “the” include the plural
referents unless the content clearly dictates otherwise. As
used in this specification and the appended claims, the term
“or” is generally employed in its sense including “and/or”
unless the content clearly dictates otherwise.

It is noted that references in the specification to “an
embodiment”, “some embodiments”, “other embodiments”,
etc., indicate that the embodiment described may include a
particular feature, structure, or characteristic, but every
embodiment may not necessarily include the particular
feature, structure, or characteristic. Moreover, such phrases
are not necessarily referring to the same embodiment. Fur-
ther, when a particular feature, structure, or characteristic is
described in connection with an embodiment, it would be
within the knowledge of one skilled in the art to effect such
feature, structure, or characteristic in connection with other
embodiments whether or not explicitly described unless
clearly stated to the contrary.

This disclosure pertains to a profile reduction seal for a
heart valve replacement comprising a multilayer, generally
cylindrical seal body with a plurality of reinforcing grom-
mets disposed and distributed proximate the proximal end of
the seal body and a distal reinforcing band disposed proxi-
mate the distal end of the multilayer, generally cylindrical
seal body. The grommets and band provide reinforcement
for sutures or other attachment devices which affix the
multilayer, generally cylindrical seal body to the anchoring
element of a heart valve replacement. The seal serves to
minimize or eliminate paravalvular regurgitation.

Prior to introduction of the heart valve replacement into
the patient’s body, the heart valve replacement is com-
pressed within a delivery system, a step which in prior art
embodiments tended to produce undesirable bunching of the
seal as the proximal end of the seal was reduced in diameter
during insertion into the delivery system. The current design
minimizes this bunching tendency by reducing the amount
of material which is presented circumferentially at the
leading edge of the seal as it initially enters the delivery
system and gradually increasing the amount of material
which is presented circumferentially as the seal 50 enters the
delivery system (not shown) until the full circumferential
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amount of seal material is presented to the mouth of the
delivery system being loaded. This may be accomplished by
creating a series of alternating projections and recesses
which resemble a crown at the proximal edge of the seal as
illustrated in FIG. 1. Although the embodiment illustrated
has five projections or crown points and five recesses, it will
be readily appreciated that number of projections, and
corresponding recesses, may be altered as desired.

In FIG. 1, the illustrated profile reduction seal for a heart
valve replacement comprises a multilayer, generally cylin-
drical seal body 50, also referred to herein as a seal body or
profile reduction seal 50, having projections 20 alternating
with recesses 22 along the proximal edge of the seal body
50. The seal body 50 may include proximal reinforcing
grommets 32, 34, 36 and a distal reinforcing band 40 which
may be formed from a woven or nonwoven fabric and either
incorporated within the interior of the multilayer seal body
50 or adhered to the surface thereof. The reinforcing mate-
rials provide tear resistance in the vicinity of sutures or other
attachment devices which affix the profile reduction seal to
an anchor element associated with the heart valve replace-
ment. The distal reinforcement band 40 may be used to affix
the distal end of the seal body 50 to the distal end of an
anchor element associated with the heart valve replacement.
In the illustrated embodiment, the grommets are distributed
proximate the proximal edge of the seal body 50 as follows.
At least some grommets 32 of the plurality of reinforcing
grommets are disposed within projections 20 of the proximal
end of the multilayer, generally cylindrical seal body 50 and
proximate the proximate end of the projections 20. Although
the grommets are depicted as circular and spaced slightly
away from the edge this is not a necessary design feature. In
some embodiments, the grommets 32 may be somewhat
larger and may serve to stiffen the proximal tip of the
projections to lessen curl which might otherwise allow one
or more of the projections to catch on the mouth of the
delivery system during compression. At least some of the
grommets 34 of the plurality of reinforcing grommets are
disposed within the multilayer, generally cylindrical seal
body and proximate the recesses 22 of the proximal end of
the multilayer, generally cylindrical seal body 50. In some
embodiments, at least some of grommets 36 of the plurality
of reinforcing grommets are disposed within the multilayer,
generally cylindrical seal body 50 distal of the projections
20 of the proximal end of the multilayer, generally cylin-
drical seal body 50 and distal of the recesses 22 of the
proximal end of the multilayer, generally cylindrical seal
body 50.

In some embodiments, reinforcing grommets 32, 34, 36
include one or more perforations 30, said perforations 30
extending through both the reinforcing grommets 32, 34, 36
and the multilayer, generally cylindrical seal body 50. In the
various embodiments, the reinforcing grommets 32, 34, 36
may comprise a woven fabric or a nonwoven fabric. In some
such embodiments, the woven or nonwoven fabric may
comprise polyester fibers.

In some embodiments, distal reinforcing band 40 also
may include a plurality of perforations 30, said perforations
30 extending through both the distal reinforcing band 40 and
the multilayer, generally cylindrical seal body 50. In the
various embodiments, the reinforcing band 40 may comprise
a woven fabric or a nonwoven fabric such as a polyester
fiber fabric.

The profile reduction seals of this disclosure will have a
“generally cylindrical” seal body 50. As the term “generally
cylindrical” will be used in this specification and claims, it
will be understood to include tubular bodies having one or
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4

more tapered sections which may be functionally tapered
and/or which may taper to facilitate manufacturing of the
profile reduction seals. In addition, “generally cylindrical” is
to be interpreted as encompassing seals having transverse
cross-sections which depart from strictly circular in an
unconstrained condition. For example, a proximal end
region may be fluted to encourage a predisposition to fold in
an orderly manner as the seal body 50 enters the delivery
system (not shown). See FIG. 2. The proximal end region
may be fluted such that the projections 72 have an uncon-
strained radial position located somewhat inward from the
mean radial position indicated by dashed line 70 while the
recesses 74 have an unconstrained radial position located
somewhat outward from the mean radial position indicated
by dashed line 70. Of course, the roles of the projections and
recesses may be reversed in some embodiments. Embodi-
ments are also contemplated in which fluting is combined
with tapered sections.

In the non-limiting embodiment of FIG. 3, generally
cylindrical profile reduction seal 150 comprises three lon-
gitudinal sections. Distal section 160 includes distal rein-
forcing band 140 and has a slight proximal taper which may
facilitate manufacture of the seal body. Proximal section 162
includes the projections 120, recesses 122, and three plu-
ralities of grommets 132, 134, and 136. Although the grom-
mets 132, 134, and 136 are illustrated as being affixed to the
outer surface of the seal body 150, they may equivalently be
located within the multilayered structure of the seal body
150 or along the inner surface of the seal body if desired.
The seal body of FIG. 3 also includes a third intermediate
section 164 which extends the taper of distal section 162. In
other embodiments, the intermediate section 164 may have
a taper which differs from that of section 162 and 160 or it
may be absent entirely. In addition to facilitating manufac-
turing of profile reduction seals 150, it is believed that the
proximal taper of section 162 may result in a slight stretch-
ing of the profile reduction seal 150 in that region which may
encourage the seal to lie relatively tightly against the anchor-
ing element of the heart valve replacement during compres-
sion of the heart valve replacement within a delivery system
due to elastic recovery.

FIG. 4 illustrates one embodiment of a profile reduction
seal 450 disposed about anchor element 200 of heart valve
replacement 100. In this embodiment seal 450 is secured to
anchor element 200 by sutures 442 along distal reinforcing
band 440 and by sutures 438 at grommets 432, 434, 436.

The multilayer, generally cylindrical seal body 50, illus-
trated in partial cross-section in FIG. 5, may comprise a
radially innermost layer 80 comprising a polycarbonate and
a polyurethane; a radially outermost layer 84 comprising a
polycarbonate and a polyurethane; at least one inner layer 82
disposed between the radially outermost layer 84 and the
radially innermost layer 80, said at least one inner layer 82
comprising a polycarbonate and a polyurethane. In some
embodiments, the modulus of elasticity of the inner layer 82
is less than the modulus of elasticity of the radially inner-
most outer layer 80 and the modulus of elasticity of the
radially outermost outer layer 84. In other embodiments, the
elongation to break of the inner layer 82 is greater than the
elongation to break of the radially innermost outer layer 80
and the elongation to break of the radially outermost outer
layer 84. Although the radially innermost outer layer 80 and
the radially outermost outer layer 84 have been depicted as
comprising the same material, it will be appreciated that they
may be compositionally the same or different. In addition to
the radially innermost outer layer 80, inner layer 82, and the
radially outermost outer layer 84, the multilayer, generally
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cylindrical seal body 50 may also contain a reinforcing layer
such as grommet 32 of FIG. 5. The reinforcing layer may
comprise a woven or nonwoven fabric and may be posi-
tioned within or between the various layers. In some
embodiments, a reinforcing layer or layers may be posi-
tioned on a radially innermost surface or radially outermost
surface of the multilayer, generally cylindrical seal body 50.
In other embodiments, reinforcing layers may be aligned
and comprise more than one layer of the multilayer, gener-
ally cylindrical seal body 50. As noted elsewhere, reinforc-
ing grommets and or bands may include perforations 30. In
some embodiments, the perforations may extend completely
through the multilayer, generally cylindrical seal body 50.

The multilayer, generally cylindrical seal body 50 may be
formed in a variety of ways, for example it may be formed
by successive applications of a polymer solution to an
appropriately shaped mandrel illustrated in FIG. 6. Follow-
ing a careful cleaning of the mandrel 600, the mandrel may
be mounted to an appropriate holding fixture in a spray
booth. A first coating composition comprising a carrier and
at least one polymer may be applied to the mandrel 600 and
subsequently dried to form a first coated mandrel. In some
embodiments, the first coating composition comprises a
polycarbonate, a polyurethane, and a volatile carrier. The
coating composition may be applied as a single layer or
multiple layers to achieve the desired dried coating thick-
ness. The plurality of grommets 32, 34, 36 and distal
reinforcing band 40 may be positioned on the first coated
mandrel, for example by inserting locating pins 620 in
apertures 610 in the tapered mandrel 600 which align with
corresponding perforations 30 provided in the grommets 32,
34, 36 and distal reinforcing band 40. In FIG. 6, only one pin
620 has been illustrated for clarity. In some instances, it may
be desirable to secure the plurality of grommets 32, 34, 36
and distal reinforcing band 40 to the mandrel or to an
underlying coating layer by applying a drop of a first coating
composition, or other adhesive composition, to each item to
ensure that it remains properly positioned during subsequent
processing. Grommets 32, 34, 36 and distal reinforcing band
40 may be formed from a woven or nonwoven fabric. In
some embodiments, the fabric may be a polyester fiber
fabric.

A second coating composition comprising a carrier and at
least one polymer may be applied to the first coated mandrel,
the distal reinforcing band, and the plurality of grommets. In
some embodiments, the second coating composition com-
prises a polycarbonate, a polyurethane, and a volatile carrier.
The carrier of the second coating composition may be
removed, thereby forming a second coated mandrel. The
second coating composition may be applied as a single layer
or as multiple layers to achieve the desired dried coating
thickness. In some embodiments, the second coating com-
position may be different from the first coating composition.
In other embodiments, the second coating composition may
be the same as the first coating composition.

A third coating composition comprising a carrier and at
least one polymer may be applied to the second coated
mandrel. In some embodiments, the third coating composi-
tion comprises a polycarbonate, a polyurethane, and a vola-
tile carrier. The carrier of the third coating composition may
be removed thereby forming a profile reduction seal precur-
sor. The third coating composition may be applied as a single
layer or multiple layers to achieve the desired dried coating
thickness. In some embodiments, the third coating compo-
sition may be different from the first coating composition. In
other embodiments, the third coating composition may be
the same as the first coating composition. In yet other
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embodiments, the third coating composition may be differ-
ent from the second coating composition. In still other
embodiments, the third coating composition may be the
same as the second coating composition.

Following removal of the carrier from the third coating
composition, the profile reduction seal precursor may be
inspected to ensure that the profile reduction seal precursor
is fully formed and meets thickness specifications. The
profile reduction seal precursor may then be trimmed, for
example by laser cutting, to conform to dimensional speci-
fications; and removed from the tapered seal-forming man-
drel thereby forming a profile reduction seal. In some
embodiments, at least some of the perforations in one or
both of the distal reinforcing band and the plurality of
grommets 32, 34, 36 may be formed by laser cutting. In
other embodiments, at least some of the grommets may be
formed by a laser cutting operation performed on a profile
reduction seal precursor. For example, grommets 32 may be
added to the multilayer, generally cylindrical seal, in a step
not illustrated, as a proximal band resembling distal rein-
forcing band 40. Subsequent laser cutting of the profile
reduction seal precursor would then simultaneously form
grommets 32 by removing the portions of the band located
between the projections 20.

In some of the above embodiments, coating compositions
may be selected to provide a relatively stiff dried polymer
such as a dried polymer having a Shore D hardness of about
55. In other embodiments above, coating compositions may
be selected to provide a relatively elastomeric dried polymer
such as a dried polymer having a Shore A hardness of about
80. For example, the first and third dried polymer layers may
have a Shore D hardness of 55 and the second layer may
have a Shore A hardness of 80.

Although in the example above three polymer layers were
employed, it will be appreciated that a greater or lesser
number of layers may be employed and that each of the three
or more layers may comprise two or more sublayers. Addi-
tionally, although the plurality of grommets and the distal
reinforcing band were positioned between the first and
second coating layers in the example, they could have been
positioned elsewhere within the profile reduction seal
including within a layer, or on the radially innermost or
radially outermost surface of the profile reduction seal. It
will also be appreciated that it is not necessary that the
grommets and distal reinforcing band all be located at the
same radial position within the profile reduction seal. As
noted herein, in some embodiments, instead of a single
grommet disposed at each location, more than one grommet
may be disposed at each location and distributed at various
aligned locations within the profile reduction seal to provide
additional strength. Similarly more than a single distal
reinforcing band may be incorporated, for example a first
band may be positioned between a first and second layer of
the multilayer, generally cylindrical seal body and a second
band may be positioned between a second and third layer of
the multilayer, generally cylindrical seal body.

The mandrel 600 of FIG. 6 includes a taper which results
in a profile reduction seal having a slightly smaller diameter
proximal end compared to the diameter of the distal end. The
taper allows the profile reduction seal to be removed from
the mandrel with relative ease upon completion of the
fabrication process. The smaller proximal diameter of the
profile reduction seal tends to cause the proximal projections
to lie more firmly against the anchor element of the replace-
ment heart valve. In some embodiments, the surface of the
mandrel may be textured, for example by bead blasting, to
create a profile reduction seal having a lower apparent
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contact area. In combination with the selection of a rela-
tively hard outer layer, a textured seal surface is believed to
result in a lower friction surface. In other embodiments, the
mandrel may include two or more regions having different
degrees of taper in order to produce, for example, the profile
reduction seal of FIG. 3. Yet other mandrels may include
proximal grooves in the region of the crown-like projections
and recesses. Such grooves may be broad and shallow to
produce a transverse cross section which is fluted or undu-
lated as illustrated in FIG. 2. In still further embodiments,
the grooves may be narrow to produce a ribbed structure
near or along the proximal edge of the resulting profile
reduction seal. Of course, various tapers and/or grooving
may be combined in a single mandrel if desired.

Although the illustrative examples described above relate
to a profile reduction seal for a heart replacement valve,
similar seals may be fabricated and attached to a variety of
other implantable devices such as, for example, stents and
aneurysm plugs. In such embodiments, the forming mandrel
may have a different geometry and different polymers may
be selected for the multiple layers.

Various modifications and alterations of this invention
will become apparent to those skilled in the art without
departing from the scope and principles of this invention,
and it should be understood that this invention is not to be
unduly limited to the illustrative embodiments set forth
hereinabove. All publications and patents are herein incor-
porated by reference to the same extent as if each individual
publication or patent was specifically and individually indi-
cated to be incorporated by reference.

What is claimed is:

1. A profile reduction seal for a heart valve replacement
comprising:

a multilayer, generally cylindrical seal body having a

distal end, a proximal end, and a lumen therebetween;

a plurality of reinforcing grommets disposed and distrib-

uted proximate the proximal end of the multilayer,
generally cylindrical seal body; and
a distal reinforcing band disposed proximate the distal end
of the multilayer, generally cylindrical seal body;

wherein the plurality of reinforcing grommets are embed-
ded between layers of the multilayer, generally cylin-
drical seal body.

2. The profile reduction seal of claim 1, wherein the
plurality of reinforcing grommets include one or more
perforations, said one or more perforations extending
through both the plurality of reinforcing grommets and the
multilayer, generally cylindrical seal body.

3. The profile reduction seal of claim 1, wherein distal
reinforcing band includes a plurality of perforations, said
plurality of perforations extending through both the distal
reinforcing band and the multilayer, generally cylindrical
seal body.

4. The profile reduction seal of claim 1, wherein the
multilayer, generally cylindrical seal body comprises a radi-
ally innermost outer layer comprising a polycarbonate and a
polyurethane.
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5. The profile reduction seal of claim 1, wherein the
multilayer, generally cylindrical seal body further comprises
a radially outermost outer layer comprising a polycarbonate
and a polyurethane.

6. The profile reduction seal of claim 1, wherein the
multilayer, generally cylindrical seal body comprises at least
one inner layer disposed between a radially outermost outer
layer and a radially innermost outer layer, said at least one
inner layer disposed between the radially outermost outer
layer and the radially innermost outer layer.

7. The profile reduction seal of claim 6, wherein the at
least one inner layer disposed between the radially outer-
most outer layer and the radially innermost outer layer has
a modulus of elasticity less than the modulus of elasticity of
the radially innermost outer layer and less than the modulus
of elasticity of the radially outermost outer layer.

8. The profile reduction seal of claim 6, wherein the at
least one inner layer disposed between the radially outer-
most outer layer and the radially innermost outer layer has
an elongation to break greater than the elongation to break
of the radially innermost outer layer and greater than the
elongation to break of the radially outermost outer layer.

9. The profile reduction seal of claim 1, wherein the
plurality of reinforcing grommets comprises a woven fabric.

10. The profile reduction seal of claim 1, wherein the
distal reinforcing band comprises a woven fabric.

11. The profile reduction seal of claim 1, wherein the
proximal end of the multilayer, generally cylindrical seal
body comprises a plurality of alternating projections and
recesses.

12. The profile reduction seal of claim 11, wherein at least
some of the plurality of reinforcing grommets are disposed
within the plurality of projections of the proximal end of the
multilayer, generally cylindrical seal body.

13. The profile reduction seal of claim 11, wherein at least
some of the plurality of reinforcing grommets are disposed
within the multilayer, generally cylindrical seal body and
proximate the recesses of the proximal end of the multilayer,
generally cylindrical seal body.

14. The profile reduction seal of claim 11, wherein at least
some of the plurality of reinforcing grommets are disposed
within the multilayer, generally cylindrical seal body and
distal of the plurality of projections of the proximal end of
the multilayer, generally cylindrical seal body and distal of
the recesses of the proximal end of the multilayer, generally
cylindrical seal body.

15. The profile reduction seal of claim 1, wherein the
multilayer, generally cylindrical seal body has an undulating
transverse cross-section.

16. The profile reduction seal of claim 1, wherein the
multilayer, generally cylindrical seal body has a fluted
transverse cross-section.
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